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PUTF R ik B ER A M Fr iR K iEE% (The following sample(s) was/were submitted and identified by/on behalf of
the applicant as) :

X1 B (Sample Submitted By) ;. EBRERHARAS (HWAHSIA GLASS CO., LTD.)
1% mm & 78 (Sample Description) :  H1 Amber Glass Bottle (H1ZX&IKIEi )

1% @M & (Sample Material) . I (Glass)

[ E /B (Country of Origin) : B (Taiwan)

W4 B (Sample Receiving Date) :  2026/03/03

R HAS) (Testing Period) :  2026/03/03 to 2026/03/12

HIEL&E K (Test Requested) :
KIEZ= FEK - £%Regulation (EU) No 2025/40 585.41% - MmO RIR - &5 - 7k~ NEBIRSE - AIIEE
BSRERARERR - (As specified by client, the sample(s) was/were tested with reference to Article 5.4 of
Regulation (EU) No 2025/40 to determine the content of Cadmium, Lead, Mercury and Hexavalent Chromium.
Please refer to the result table(s) for details.)

B4R (Test Results) 1 #ERT—E - (Please refer to next page(s).)

- l EZ . [
Singh Hsiad’/ Asst. Mana{
Signed for and on behalf
SGS TAIWAN LTD.
Chemical Laboratory - Taipei

o ,
N\wrE/

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at https://www.sgs.com.tw/terms-of-service and, for
electronic format documents, subject to Terms and Conditions for Electronic Documents at https://www.sgs.com.tw/terms-of-service. Attention is drawn to the limitation of liability, indemnification
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HIE R i1 f it (Test Part Description)
No.1

B 45K (Test Results)

fRE@ I (BRONW GLASS BOTTLE)

= HHA(DATE): 2026/03/12

B #|(PAGE): 2 0f 3

3BIB(PASS)
HR |2
AR FIEREE B | o | resuy| et
(Test Item(s)) (Method) (Unit) Nod Limit)
#® (Cd) / Cadmium (Cd) ( CAS No0.7440-43- ‘ mg/kg 2 n.d. -
9) £EUS EPA 3052 - DUKERSEER
BHHFERE(CP-OES) 4T » / With
JL _ _ _
E (Pb) / Lead (Pb) (CAS No.7439-92-1) | "7 70" " n "m0 >t Analysis mg/kg 2 21.0
;x (Hg) / Mercury (Hg) ( CAS No.7439-97-6 was performed by ICP-OES. mg/kg 2 n.d. -
7NE#& Cr(VI) / Hexavalent Chromium 23S EPA 3060A: 1996 & US EPA | mg/kg 2 n.d. -
Cr(VI) ( CAS No0.18540-29-9 ) 7196A: 1992 - DISRAMNK-TI R H D
FHEETDHT o / With reference to US
EPA 3060A: 1996 & US EPA 7196A:
1992, analysis was performed by UV-
VIS.
(EU)2025/40 (#B2im+ABEn+4ok+/NBE8) | |$R+85+R+/NBERAEA / Total mg/kg - 21.0 100
(EU)2025/40 (Cd+Pb+THg+Cr+6) Cadmium + Lead + Mercury +
Hexavalent Chromium Cr(VI)
((EU)2025/40)
fH3E(Note) :
1. mg/kg = ppm ; 0.1% = 1000 ppm
2. RL = Reporting Limit (3R &1 R1E)
3. "-" = Not Regulated (B 15E)
4. n.d. = Not Detected (k1)) = Less than (/\/iR) RL
5. RIRERS OB HESREER - (The report is invalid if it is partly reproduced or used.)
6. ABRZE 7 WER/SHEIAKILAC-G8:09/20198 B ol 2 — 7/ AAIE R AI(w=0 - AL=TL)MA Rl RGT S HER

HIE ZFIEME - (The decision rule of the statements of conformity is following the ILAC G8:09/2019 by using the

simple acceptance decision rule.)
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*RAPMBRBERR - AIRRE BRI 2R m/EMI -

(The tested sample / part is marked by an arrow if it's shown on the photo.)

HTF26300034
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** §R54EE (End of Report) **
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