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AT RIS ik e A RS Fr i K EE2 (The following sample(s) was/were submitted and identified by/on behalf of
the applicant as) :

1 B % 8 (Sample Description) : H3 Flint Glass Bottle ( H3ZERBIRIEH )

X B/ B2 (Sample Package/ . BEEWREARERMB A (PLEASE REFER TO THE SAMPLE PHOTO AT
Quantity) THE END OF THE REPORT) /1

1% R IRE 5 = (Sample Packaging) . ®Xa (AMBIENT TEMP.)

5 AL SR (Style/Item No.) Co-
& mitbsR(Lot. No.) Do

% M & (Sample Material) . 3B (Glass)

=R M (Sample Submitted By) . EERBRMOHABRRAS (HWA HSIA GLASS CO., LTD.)
EEmE L/ ERE/M S A(Company T ELEEHATR4935(NO.49, PUU CHIEN RD, XIANGSHAN DIST,
Add/Tel/Contact Person) HSINCHU CITY 30091, TAIWAN) / 03-5385185 / 2E3%

2438 H #(Manufacturing Date) D
B HEA(Expiry Date) Do

[ 7 /B (Country of Origin) . HB# (Taiwan)
W4 H (Sample Receiving Date) . 2026/01/06
R HAE) (Testing Period) : 2026/01/06 to 2026/01/15

BB &K (Test Requested)
KEZR ﬁ?é‘&&?ﬁz%qﬂiﬁl?u%% LIARBEFHERE (112.01.11F R EF 511113034395 LB 1E) - AR
BB EBFLEAEGERERE © (According to Sanitation Standard for Food Utensils, Containers and Packages
(MOHW Food No. 1111303439, amended on 2023/01/11) to conduct test. Please refer to the result table(s) for
testing item(s).)

B4R (Test Results) . #BR F—HE - (Please refer to next page(s).)
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B BB MM (Test Part Description)
No.1 : ZRWIBH (BB EEEHE) (TRANSPARENT GLASS BOTTLE (FOOD CONTACT SIDE))

HIE 45 R (Test Results)

4E g
ABEE RS B | LOQ | ey |
(Test Item(s)) (Method) (Unit) LOD No1 (Limit)
* &4 / Lead ppm 0.05 n.d. 5
BERAEL105.08.04 I BFE
1051901371 A HEF R m=EE -
Bes - BIEEERGANE BE
28~ MEDEMP Z1mE8 - / Method of
= - Test for Food Utensils, Containers
* i@ / Cadmium and Packages - Test of Glass, ppm 0.01 n.d. 0.5
Porcelain, and Enameled Products
(MOHWUO0009.03, MOHW Food
No. 1051901371, August 04, 2016).

4%BEEEFAE / Volume of 4% acetic acid used (mL)| 504 -

fHaE(Note) :
LIRS EMETEZETSIREHRHERER  FAHEMSEALHAIE - (The
test report merely reflects the test results of the consigned matters of the
client and is not a certification of the legitimacy of the related products.)

2. ARl EZFARBAS - MREESENITERS - MEAE - EEEETEZEMT - (Al contents in the test
report are conducted according to the customer-specified items. If there is any falsehood, we are willing to take
corresponding responsibility.)

3. RIEA T OB EEEREER - (The report is invalid if it is partly reproduced or used.)

4.L0Q = EEMIR - FZAHMEEBREE DAL "LOQ , 7~ ; LOD = {=RIRIR - 2RI 15 B B E 4 7247 Al
L TLOD, %7~ ° (LOQ = Limit of Quantification, for quantitative analyses; LOD = Limit of Detection, for qualitative
analyses.)

5. n.d. = Not Detected (R#& ) = Less than (/J\iX) LOQ/LOD
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6. "-" = Not Regulated (/R 1&18)

7. AR IEEBEEAEXE  RAEBERZFEBELRERAEIVFEIEE - (The test method marked with % is accredited by
MOHW.)

8. ERIZEBERKBRELEEANILI12F01H11HEEEF 11113034395 < Bmas R s BIEFEFE 7 EARIRE -
(The limit value(s) is/are according to “Sanitation Standard for Food Utensils, Containers and Packages (MOHW
Food No. 1111303439, amended on 2023/01/11)”, Ministry of Health and Welfare of Taiwan.)
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* BRI AFERER - RAIRRAERG Z&m/ER I - *
(The tested sample / part is marked by an arrow if it's shown on the photo.)

HTF26100352

** JREELERE (End of Report) **
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PN ReEmEEailEIER « AIE - EEMEAIR
( The information requested from client is shown as below : )
HTF26100352

AFIER A&

(Test Items) (Method) LOQLOD

* & / Lead i .
3 BB R E0105.08.04 208 B 2551051901371

sﬁ/\iﬂﬁzE?c‘ﬁ:%% - B BERRTTIA-K
- &R - MIAHE 21288 - / Method of Test |5 RBIF &R Z EE/MERIE

for Food Utensils, Containers and Packages - |BR - (Please refer to the result
Test of Glass, Porcelain, and Enameled table above.)

Products (MOHWUO0009.03, MOHW Food No.
1051901371, August 04, 2016).

* &% / Cadmium

HEREEREEAXE  AABREBRBEEBAIREIEER © (The test method marked with % is accredited by MOHW. )
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